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Coating Specification: Ravg <0.5% @ 8 - 12µm
Rabs <1% @ 8 - 12µm

Typical Reflectance Curve

ISP Optics 8-12µm BBAR on Ge

Contact Us

https://www.edmundoptics.com/contact-support/

